
Project No. Project Name

w Passing LL PL PI Particle

bulk dry 425µm density

% % % % % Mg/m
3

0.00 D 9.6 39 28 -1pt 17 11

0.00 D 10 43 34 -1pt 23 11

0.00 D 8.3 63 30 -1pt 16 14

All tests performed in accordance with BS1377:1990 unless specified otherwise

Key

Density test Liquid Limit Particle density

Linear measurement unless : 4pt cone unless : sp - small pyknometer

wd - water displacement cas - Casagrande method gj - gas jar

wi -  immersion in water 1pt - single point test
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SPL2
Red brown slightly sandy gravelly 

CLAY

SPL3
Red brown slightly sandy very 

gravelly CLAY

Top Base Type
Mg/m

3

SPL1
Red brown slightly sandy gravelly 

CLAY
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Issue 01 - Oct 22 Summary of Classification Test Results

J283701 Jacksons Timber Yard
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